Silver
Table 1 Chemical Requirements

Note 1- The following appliesto all specified limitsin thistable: For purposes of determining conformance with
this specification, an observed value obtained from analysis shall be rounded off , to the nearest unit“ in the las

right-hand place of figures used in expressing the limiting value, in accordance with the rounding-off method of
Practice E 29.

Composition, %

Element*® Grade Grade Grade
99.90 99.95 99.99
(UNS P07020) (UNS P07015) (UNS P07010)
Silver, min 99.900 99.950 99.9900
Silver and copper, min 99.950 - -
Bismuth, max 0.001 0.001 0.0005
Copper, max 0.080 0.040 0.0100
Iron, max 0.002 0.002 0.0010
Lead, max 0.025 0.015 0.0010
Palladium, max - - 0.0010
Selenium, max - - 0.0005
Tellerium, max - - 0.0005

A) Impurities other than those listed above may be included by special agreement between purchaser and
manufacturer.

B) Inthis specification, it is known to be present in the refines silver. When calculating the purity refined silver
by difference, oxygen will be considered as silver.



